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CUSTOMER NAME: SHENZHEN ENTE MATERIAL TECHNOLOGY CO., LTD.  

ADDRESS: TIANAN DIGITAL CITY, FUTIAN DISTRICT, SHENZHEN, 

GUANGDONG PROVINCE, CHINA  

 

Sample Name : FLEXIBLE SELF-ADHESIVE WALLPAPER 

Product Spec. : S/R/SR COILS SERIES  

Manufacturer : DONGGUAN POLYCELL MATERIAL TECHNOLOGY CO., LTD. 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
SGS Ref. No. : XMIN2108009383CM 

Date of Receipt  : Aug 30, 2021 

Testing Start Date  : Aug 30, 2021 

Testing End Date : Sep 17, 2021 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

 
Signed for 
SGS-CSTC Standards Technical  
Services Co., Ltd. GZ Branch Testing 
Center 

 
May Huo 

Authorized signatory 
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Summary of Results: 

No. Test Item  Test Method Result Conclusion  

1  
Shear Adhesion in Vertical 

Direction 
GB/T 4851-2014 Method A 6.9h  /  

 

Note: Pass : Meet the requirements; 

Fail : Does not meet the requirements; 

/ : Not Apply to the judgment. 

 

Original Sample Photo: 
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Test Item: Shear Adhesion in Vertical Direction 

Sample Description: Tape 

Test Method: GB/T 4851-2014 Method A 

Test Condition: 

Adhesive area:24×24mm2 

Applied mass: 1000g 

Lab Environmental Condition:(23±2)℃,(50±5)%RH 

Test Result: 

Test Item Test Result 

Shear Adhesion in Vertical Direction 6.9h 

Note:  

1. Failure mode: cohesive failure. 

2. Test specimens were cut from the sample. 

 

Test Photo: 

  
During test After test 
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Equipment Information:  

Equipment Model Equipment No. Calibration date 
Next Calibration 

date 

Static Shear 

Adhesion Tester  
CZY-8SA GZMR-PL-E318 2021-07-27 2022-07-26 

Appendix information:  

1.The current test report is the English version of report number GZIN2108050982MR _CN. In case of 

any discrepancy between Chinese version and English version, the Chinese version shall prevail. 

2. The test report shall only be used for clients’ scientific research, teaching, internal quality control, 

product research and development, etc., and just for internal reference. 

 
******** End of report******** 
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